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EAK (E£1E8) Hydrated Lime (Calcium Hydroxide)

SL-55 SL-500 SL-501 SL-300
= o BERIFHHA X SHRHA X =ACHA R
Y51 Property ) ) i ]
Calcium Purely Superior Superior Slaked Higher Slaked
Hydroxide Slaked Lime Lime Lime
9$Eﬁ N7AN N 74N N7AN N7AN
SREEES SEEIVES SREEES SREEES
Appearance
—r— & % E
BRICHLE > 95% 95% 92% 85%
Assay of Ca(OH);
= 2
FAREI (cm</) 150,000 140,000 110,000 85,000
Specific Surface Area
FRERIREEE (g/cm?)
. 0.3+0.1 0.30+0.1 0.32+0.1 0.35+0.1
Loose Bulk density
150 B 8&
< 0.1% < 0.5% < 1.0% < 2.0%
Residue on 150 mesh
—&EW Sio, < 1.0% <1.2% < 2.0% < 3.0%
218 Mgo < 0.2% < 1.0% < 1.2% < 1.5%
=21E_# Fe,05 < 0.2% < 0.2% < 0.3% < 0.4%
=818 AlL,O; < 1.0% < 0.2% < 0.3% < 0.4%
K% Moisture 0.3% 0.5% 0.8% 1.0%
KRB R ERE
12.3~12.9 12.3~12.9 12.3~12.9 12.3~12.9
pH value

(A EFRAE B B P9 (E o (B2 o The above table is Statistical average, which is provided for reference only.)
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